Basic inspection and testing equipments for Factory Inspection of Composite wood flooring, Strip flooring, Block flooring and Parquet
Adopted and promulgated by the Bureau of Standards, Metrology and Inspection, Ministry of Economics Affairs, on 18 November 2008.

Products (HS/CCCN codes) covered:
	HS/CCCN
	4409.10.00.00.7.E
	Coniferous wood (including strips and friezes for parquet flooring, not assembled) continuously shaped (tongued, grooved, rebated, chamfered, V-jointed, beaded, moulded, rounded or the like) along any of its edges, ends or faces, whether or not planed, sanded or end-jointed (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)


	HS/CCCN
	4409.20.00.00.5.E
	Non-coniferous wood (including strips and friezes for parquet flooring, not assembled) continuously shaped (tongued, grooved, rebated, chamfered, V-jointed, beaded, moulded, rounded or the like) along any of its edges or faces, whether or not planed, sanded or end-jointed (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)


	HS/CCCN
	4412.13.20.00.5.E
	Processed plywood, with at least one outer ply of tropical wood specified in Subheading Note 1 to this Chapter, each ply not exceeding 6 mm thickness (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)


	HS/CCCN
	4412.14.20.00.4.E
	Other processed plywood, with at least one outer ply of non-coniferous wood, each ply not exceeding 6 mm thickness (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)


	HS/CCCN
	4412.19.20.00.9.E
	Other processed plywood, with both outer plies of coniferous wood, each ply not exceeding 6 mm thickness (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)


	HS/CCCN
	4412.22.22.00.2.E
	Other processed plywood, veneered panels and similar laminated wood, with at least one outer ply of non-coniferous wood, with at least one ply of tropical wood specified in Subheading Note 1 to this Chapter (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)


	HS/CCCN
	4412.29.20.00.7.E
	Other processed plywood, veneered panels and similar laminated wood, with at least one outer ply of non-coniferous wood (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)


	HS/CCCN
	4412.92.22.00.7.E
	Other processed plywood, veneered panels and similar laminated wood, with both outer plies of coniferous wood, containing at least one ply of tropical wood specified in Subheading Note 1 to this Chapter (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)


	HS/CCCN
	4412.99.20.00.2.E
	Other processed plywood, veneered panels and similar laminated wood, with both outer plies of coniferous wood (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)



	HS/CCCN
	4418.30.00.00.2.E
	Parquet panels, of woods (inspection scope: Parquet, Block flooring, Strip flooring and Composite wood flooring)



Inspection standards: 

CNS 2871, CNS 11341, CNS 11342

Basic inspection and testing equipments:

Oven【（20±1）℃】, UV-Visible Spectrophotometer or Photometer, Glass desiccator
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