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Acrylonitrile-Butadiene-Styrene (ABS)
Plastics Pipes (Include Water work use -

Chemical industrial and general uses)
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Fire-retardant paints : Surface test
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Fuels oil ~ Diesel and Kerosene : Content of
Sulfur
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Gasoline : Content of Sulfur -~ Content of
Lead ~ Content of Benzene
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Gypsum boards ~ Fiber cement boards ~
Calcium silicate boards ~ Dressed rockwool
boards for acoustic use etc : Surface test ~
Basic material test ~ Bending test (Flexural
strength ~ Load bending rupture ) -~ Durability
under impact
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Incombustibility Material
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Incombustibility of interior finish wall
paper/cloth : Surface test
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Liquified Petroleum Gas : Component ~
Content of Total Sulfur ~ Copper Strip ~ Vaper
Pressure ~ Density
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use ~ Natural Gas and General uses)
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Polyvinyl Chloride Pipes ~ rigid (Include
Water work use -~ Electric conduit use-~General
uses)
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Portland cement: Sillicon Dioxide Ferric
Oxide ~ Aluminum Oxide ~ Magnesium
Oxide ~ Calcium Oxide ~ Sulfer Trioxide ~ Loss
on Ignition ~ Insoluble Residue -
Alkalies(Sodium Oxide+0.658 Potassium
Oxide)

Types of Petroleum Products




